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ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT


SUPPLEMENTAL SPECIFICATION

DESIGN AND QUALITY CONTROL OF ASPHALT MIXTURES


Section 404 of the Standard Specifications for Highway Construction, Edition of 2003, is hereby amended as follows:

The following is added to the second paragraph in Subsection 404.01(a), Design of Asphalt Mixtures. (a) General:

Mix designs will be approved for a period of five years from the original approval date provided satisfactory results are obtained during production and placement. 
