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ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT


SUPPLEMENTAL SPECIFICATION


DESIGN AND MATERIAL REQUIREMENTS FOR SPAN WIRE SUPPORT POLES


Section 712 of the Standard Specifications for Highway Construction, Edition of 2003, is hereby amended as follows:

Paragraph (a) of Subsection 712.02 is hereby deleted and the following substituted therefore:

(a) Pole shafts shall comply with ASTM A 1011, SS, Grade 50 (345), AASHTO M 270, Grade 50 (345), ASTM A 595 Grade A, or ASTM A 572, Grade 50 or Grade 65.  Galvanizing shall comply with AASHTO M 111, Thickness Grade 100.

The first bullet following the fourth paragraph of Subsection 712.03 is hereby deleted and the following substituted therefore:

SYMBOL 183 \f "Symbol" \s 12 \h
That the design complies with the plans and specifications and meets or exceeds the standards found in the AASHTO Standard Specifications for Structural Supports for Highway Signs, Luminaires, and Traffic Signals 4th Edition (2001) with 2003 and 2006 interims.
