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ARKANSAS DEPARTMENT OF TRANSPORTATION
SUPPLEMENTAL SPECIFICATION
CONCRETE FOR STRUCTURES

[bookmark: _GoBack]     Section 802 of the Standard Specifications for Highway Construction, Edition of 2014, is hereby amended as follows:

The fourth paragraph of Subsection 802.19(b)(1), Class 1, Ordinary Surface Finish, is hereby deleted and the following is substituted therefor:

     The tops of caps shall be properly finished with a steel trowel to a smooth finish at the plan elevation and shall not be deformed, recessed, or irregular.  Any misalignment in the area of the bridge seat shall be corrected to form a level surface.  All corrective action (including changes to the finished elevation of the concrete surface) greater than 1/8” (3 mm) must be submitted to the Engineer for review and approval.

           
